Hmch.: Unit ID: 2002 CHEVY ENG NE
Client I1D: AV2386
MAINTENANCE 000
SERMICES, INC. Unit Type: DIESEL ENG NE
515 Morris Street W TH HARVARD BYPASS
Uhrichsville, Ohio 44683 Unit Make: CHEVROLET
Unit Model : K-2500 HD
IS0 9001:2000 Quuity Certified Lube Type: MOBIL DELVAC 1 Grade: 15WA0
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79299 262 97 10 2 0 0 |15/14/10 8.1 4.8
Soor OXI DATI ON | NI TRATI ON

Provided by AY Lubricants
(614) 492-2000 aviube@netwalk.com
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KENNEDY SALES & SERVI CE
W 3351 26 RD
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LOYAL, W 54446- CODE = H

0.2

0.1

<0.1

13. 00

13.00

13. 00

10. 00

7.00 |ATTENTI ON CODES

7.00 (--)
(==)
7.00
(**)
6.00 (1)

= Slightly above
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= Caution

= Severe

= Critical

Comments are advisory only and are based on the assunption that the sanple is representative and data submtted is valid.
M ssing information limts the eval uation.

No Warranty is expressed or inplied.



PREDICTIVE Unit ID: 2002 CHEVY ENG NE
MAINTENANCE Client ID: AV2386

2002
SERMCES, INC.

515 Morris Street Unit Type: DIESEL ENG NE
Uhrichsville, Ohio 44683 W TH HARVARD BYPASS
'mit Make: CHEVROLET
Provided by AY Lubricants Wit Model : K-2500 HD
{614) 492-2000 avlube@netwalk.com . Type: MOBIL DELVAC 1 G ade: 15W0

Capacity:

95049 88532 88069 79299
5854 5228

11 1/ /1
Date Taken I
Hours on Oil 5250 7000 7000 4000

Hours on Unit 50750 45500 38500 35500

Sample No.
Batch No.

Sample Volume (ml) 3. 0000 3.0000 3.0000 3.0000 0.0000
DR Large 9 13 17 8
DR Small 12 1 16 5
Wear Particle Conc. 21 24 33 13
% Large Particles 14 7 1 26
Severity Index -62 39 13 43
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WEAR PARTICLE TYPES FERROGRAPHIC RESULTS

Normal Rubbing
Severe Wear

Cutting Wear

Fatigue Particles
Laminar Particles
Spheres

Dark Metallo-Oxide
Red Oxide

Corrosive

Nonferrous Metal
Nonmetallic Inorganic
Organic

Nonmetallic Amorphous
Friction Polymers
Fibers

OCOOFrRPROFRPROOOOOOO0OOOR
O OO NORFR OOOOOOOOR N
O O ONONOOOOOOOOON
O OO kr ONOOOOO©OOGO«ERN
OO0 OO 000 OO0 OO0 OO0 OO0 o o

POPULATION RATING: 0=NONE 2=TRACE 7=MODERATE 9=HEAVY

VEAR AND CONTAM NATI ON LEVELS APPEAR NORMAL. ONLY TRACES OF SEVERE WEAR WERE FOUND.
RESIDUE | S LI GHAT. CONTI NUE NORVMAL PM RESAMPLE AT NORMAL | NT

TOP PHOTO SHOWS A FEW LARGE CARBON AGGLOMERATES AND TRACES OF WEAR AND
CONTAMIANTION.
BOTTOM PHOTO SHOWS

TOP PHOTO (100X)

BOTTOM PHOTO SHOWs MOST WEAR IS NORVAL I N SI ZE.



PREDICTIVE Unit ID: 2002 CHEVY ENGI NE

MAINTENANCE Client ID: AV2386
2002

SERMICES, INC.

515 Morris Street Unit Type: DIESEL ENG NE

Uhrichsville, Ohio 44683 W TH HARVARD BYPASS
Unit Make: CHEVROLET

Tz s8mice provided by AV [UBNTS .
Unit Model : K-2500 HD
1674) 422-2000 arltebretnahcom Lube Type: MOBIL DELVAC 1 Grade: 15Wi0

SAMPLE NUMBER 95049 DATE TESTED: 10/ 16/ 03




